
Yarn

Colour System

Total Tufted Pile Weight

Stitches & Gauge

Total Weight

Primary Backing

Tile Size

Secondary Backing

Packing

80% Wool & 20% Nylon

3NM/2PLY

3-4

Hank Dyed

PP or Jute Backing

4 meters

Celanese

09 mm

07 mm

Test Standard

Area Of Use

Formaldehyde

Fire Class

Dimensional Stability

Electrostatic Propensity

Test Report

Class 33-Heavy Commercial

CRI Certified

ASTM D2859-16

ASTM D7570

AATCC 134-2019

IDL CANTERBURY

Construction

Yarn

Gauge

Colour System

Total Tufted Pile Weight

Total Weight for PU Backing

Backing

Total Height for PU Cushion Backing

Primary Backing

100% Solution Dyed

PVC and PU Cushion Back(Thermo Plastic)

Made to order (300 M2 MOQ ), ETA 6-8 Weeks

Non Woven

Test Standard

Surface Flammability

Colour Fastness to Water

Stain Resistance

Smoke Density

Dimensional Stability

Test Report

ASTM D2859

AATCC 107

AATCC 175

ASTM E662

ASTM D7570

IDL GALAXY OF STAR

Secondary Backing

Tile Size

Style

High Performance PU Reinforced

With Fiberglass

Colour Dot Tech

50X10cm,

(Made to order 100X100cm for 500m²/COL)

Result

Tufted

100% Nylon6

1/10th

850 GSM

4800 GSM

09 mm

Pass

Pass

Pass

Pass

Pass


